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Annual Book of ASTM 
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Material 
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Annual Book of ASTM 
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Expanding HIP's Horizons May/June L.M. Sheppard Ceramics Carbide & Tool Journal Magazine 1987 ASM Materials Park, OH



HIP BIBLIOGRAPHY

Article Title Page Volume Author 1 Author 2 Author 3 Author 4 Author 5 Keyword1 Keyword2 Publication Title
Pub Author(s) 

Editor(s) Pub Type Year ISBN/ISSN PUBLISHER
Publishers 
Address

Experience in Extending the Life of Gas 
Turbine Blades J. Liburdi J.O. Stephens Applications

Gas Turbine Conference 
Proceedings

Conference 
Proceedings 1980 ASME New York, NY

Experimental Validation of Ashby HIP 
6.0 Model using Interrupted HIP 
Cyclesof P/M LC Astroloy 121-130 Part 9 Conway, J.J. Nettleship, I. McAfee, R.J. Loehlein, E.S. Materials 

Advances in Powder Metallurgy 
& Particulate Materials—2002

Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

Fabrication of Near Net Shape Silicon 
Nitride Parts for Engine Applications 536-539 vol. 108

G. 
Bandyopadhyaya K.W. French Ceramics Transactions of ASME Book 1986 ASME New York, NY

Far-From-Equilibrium Processing of 
ZrO2(3Y2O3)–AL2O3 Nanocomposites 84-94 Part 8 Shukla, V. Sadangi, R.K. Kear, B.H. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2005

C. Ruas, T.A. 
Tomlin

Conference 
Proceedings 2005 0-9762057-2-6

Metal Powder 
Industries 
Federation Princeton, NJ

Four Decades of HIP Progress vol. 55, no.2 J. Westerland A. Vimercati Equipment Applications Metal Powder Report Magazine 2000
Elsevier Science 
Publishing

Oxford, United 
Kingdom

Fully Dense P/M Components 
Produced by Hot Isostatic Pressing 53 vol. 35, no. 3 F.J. Rizzo J.J. Conway Processing

International Journal of Powder 
Metallurgy Magazine 1999 APMI International Princeton, NJ

Austenitic Stainless Steels made by 
Hot Isostatic Compaction of Gas 
Atomized Powder G.O. Rhodes J.J. Eckenrod F.J. Rizzo Materials

Corrosion 96 - The NACE 
International Annual 
Conference and Exposition 1996 NACE International Houston, TX

High Nitrogen Corrosion Resistant 
Austenitic Stainless Steels Produced 
by HIP P/M Processing vol. 318-320 G.O. Rhodes W.B. Eisen Materials Materials Science Forum  1999

Trans Tech 
Publications Switzerland

High Pressure Systems
ASME Standards 
Committee HPS

Operating 
Standard ASME HPS Standard 1998 ASME New York, NY

High-Nitrogen Austenitic Stainless 
Steels with High Strength and 
Corrosion Resistance  vol. 48, no. 4 G. O. Rhodes J.J. Conway Materials Journal of Metals Magazine 1996 TMS Warrendale, PA

HIP Casting Densification J.C. Hebeisen
Casting 

Densification
ASME - PVP Conference 
Proceedings

Conference 
Proceedings 1999 ASME New York, NY

HIP Cladding Produces Molybdenum-
Containing Composite to Increase Life 
of Costly Wellhead Components vol. 9, no. 1 F.J. Rizzo  HIP Cladding Molybdenum Mosaic 1986

AMAX Mineral 
Sales Bridgeville, PA

HIP Developments in Russia 37 vol. 35 no. 3 R.A. Khaykin
International Journal of Powder 
Metallurgy Magazine 1999 APMI International Princeton, NJ

Alloys: An Evaluation of Porosity, 
Fatigue Properties and Processing 
Costs
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2000-01-0062 S.J. Mashl J.C. Hebeisen D. Apelian P. Wang

Casting 
Densification SAE Technical Paper Series

Technical 
Paper 2000 SAE International Warrendale, PA

HIP P/M Stainless and Ni-base 
Components for Corrosion Resistant 
Applications 283 vol. 7 G.O. Rhodes J.P. Beckman Materials

Advances in Powder Metallurgy 
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C. Lall and A.J. 
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Conference 
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Metal Powder 
Industries 
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HIP Quenching - A Heat Treating 
Method Sept. C. Bergman F.X. Zimmerman Equipment Applications Industrial Heating Magazine 1994 Pittsburgh, PA

Hot Isostatic Pressed Powder Metal 
Titanium Implant Devices V.K. Chandhok F.J. Rizzo Processing

Titanium Alloys in Surgical 
Implants
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Hot Isostatic Pressing Processing

Proceedings of the International 
Conference on Hot Isostatic 
Pressing

F.H. Froes, J.C. 
Hebeisen and R. 
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Conference 
Proceedings 1996 0-87170-569-0 ASM International Materials Park, OH

Hot Isostatic Pressing Applications Hot Isostatic Pressing
C. Li, H. Chen 
and F. Ma

Conference 
Proceedings 1999

International 
Academic 
Publishers Beijing, China

Hot Isostatic Pressing for the Repair of 
Hot Section Turbine Parts H. Koven D.G. Attwood Applications

2nd International Conference 
on Hot Isostatic Pressing

Conference 
Proceedings 1982

Elsevier Science 
Publishing

Oxford, United 
Kingdom

Hot Isostatic Pressing of Castings vol. 15 J. Eridon
Casting 

Densification Metals Handbook, Ninth Edition Handbook 1988 ASM International Materials Park, OH
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Hot Isostatic Pressing of Metal 
Powders 605 vol. 7 J.J. Conway F.J. Rizzo Processing ASM Handbook  Handbook 1998 0-87170-387-4 ASM International Materials Park, OH

Hot Isostatic Pressing Rejuvenation 
Technology Report #4 J. Radavich P.D. Desai

HIP 
Rejuvenation

Metals Info Analysis Center 
Report Report 1994

MIAC/CINDAS 
Purdue University West Layfayette, IN

Hot Isostatic Pressing Services and 
Facilities 41 vol. 35, no. 3 J.C. Hebeisen B. Birch Processing

International Journal of Powder 
Metallurgy Magazine 1999 APMI International Princeton, NJ

Hot Isostatic Pressing(HIP) Model 
Developments 61-70 Part 1 Sears, J.W. Xu, J. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2002

Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

Hot Isostatic Pressing, Theory & 
Applications   Materials

Hot Isostatic Pressing, Theory 
& Application

R.J. Schaefer 
and M. Linzer

Conference 
Proceedings 1991 0-87170-413-7 ASM International Materials Park, OH

Hot Isostatic Pressing: Saving Time 
and Money 51 vol. 35 no. 3 C. Barre

International Journal of Powder 
Metallurgy Magazine 1999 APMI International Princeton, NJ

Base Superalloys through 
Computational Fluid Dynamics (CFD) 
Modeling 93 J.J. Conway T. Lizzi Processing

P/M in Aerospace, Defense and 
Demanding Applications F.H. Froes

Conference 
Proceedings 1993 1-878954-31-8

Metal Powder 
Industries 
Federation Princeton, NJ

Investigation of Nitrogen Atomized PM 
Alloy 625 F.J. Rizzo J.J. Conway J.F. Radavich J.A. Jones Materials

Superalloys 718, 625, 706 and 
Various Derivatives 1994 TMS Warrendale, PA

Isostatic Pressing of Ceramics March F.X. Zimmerman L.M. Sheppard Equipment Processing Ceramic Industry Magazine 1998
Business News 
Publishing Co. Columbus, OH

Isostatic Pressing Technology Equipment Applications Isostatic Pressing Technology P.J. James Book 1983
Elsevier Science 
Publishing

Oxford, United 
Kingdom

Isostatic Pressing Technology 52-60 Part 1 Zimmerman, F. Toops, J. Processing
Advances in Powder Metallurgy 
& Particulate Materials—2002

Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

Pressing of Ceramic and 
Glass/Ceramic Matrices for 
Immobilizing Radioactive Elements 64-74 Part 3 Bateman, K.J. Rigg, R.H. Morrica, S. Eddowes, T. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2003

R. Lawcock, M. 
Wright

Conference 
Proceedings 2003 1-878954-96-2

Metal Powder 
Industries 
Federation Princeton, NJ

Microstructural Characterization of HSS 
Densified by Hot Isostatic Pressing as 
a Function of the Process Variables 29-40 Part 11 Zubizarreta, C. Trabadelo, V. Gimenez, S. Iturriza, I. Materials 

Advances in Powder Metallurgy 
& Particulate Materials—2002

Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

Microstructural Characterization of 
PM625 - Type Materials F.J. Rizzo J. F. Radavich Materials

Superalloys 718, 625 and 
Various Derivatives   1991 TMS Warrendale, PA

Microstructure and Properties of HIP 
P/M 706 447 U. Habel J.H. Moll F.J. Rizzo J.J. Conway Materials

Advanced Particulate Materials 
& Processes, 1997

F.H. Froes and 
J.C. Hebeisen

Conference 
Proceedings 1997 1-878954-68-7

Metal Powder 
Industries 
Federation Princeton, NJ

Microstructure and Properties of HIP 
P/M Superalloy 718 4-135 vol. 2 U. Habel F.J. Rizzo Materials

Advances in Powder Metallurgy 
& Particulate Materials - 1999

C. Rose and 
M.H. Thibodeau

 Conference 
Proceedings 1999 1-878954-68-7

Metal Powder 
Industries 
Federation Princeton, NJ

Net-Shape HIP for Complex PM Parts 
as a Cost-Efficient Industrial 
Technology 101-107 Part 3 Samarov, V. Barre, C. Khomyakov, E. Haykin, R. Applications

Advances in Powder Metallurgy 
& Particulate Materials—2004

W.B. James, 
R.A. 
Chernenkoff

Conference 
Proceedings 2004 0-9762057-0-X

Metal Powder 
Industries 
Federation Princeton, NJ

New Critical Service CRA Alloys F.J. Rizzo Processing HIP Cladding
Offshore Technology 
Conference 1989

P/M Alloy N690 as a Solution for 
Intergranular Stress Corrosion Cracking S.B Justus J.J. Eckenrod

Particle Metallurgy Tool Steels 786 vol. 7 R.B. Dixon W. Stasko K.E. Pinnow Materials ASM Handbook Handbook 1998 0-87170-387-4 ASM International Materials Park, OH

PM Alloy 625 for High Strength 
Corrosion Resistant Applications F.J. Rizzo S. Floreen Applications

Superalloys 718, 625, 706 and 
Various Derivatives 1997 TMS Warrendale, PA

PM Alloy 625M - A High Strength 
Modification of Alloy 625 F.J. Rizzo S.B. Justus Materials

Superalloys 718, 625, 706 and 
Various Derivatives 1994 TMS Warrendale, PA
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PM Superalloys: Past, Present and 
Future 22 Jan-96 W. Eisen Processing Materials World 1996
PM Tool Steels and High Speed Steels 
with High Cleanliness and Uniformity 
Using Latest Processing Technologies 143-150 Part 7 Tornberg, C. Folzer, A. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2002

Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

Powder Metallurgy Superalloys 887 vol. 7 J.H. Moll B.J. McTiernan Materials ASM Handbook Handbook 1998 0-87170-387-4 ASM International Materials Park, OH

Powder Metallurgy Tubulars F.J. Rizzo Processing Near Net Shape Manufacturing 1988 ASM International Materials Park, OH

Principles and Process Modeling of 
Higher-Density Consolidation 590 vol. 7 W.B. Eisen J.C. Hebeisen Processing ASM Handbook Handbook 1998 0-87170-387-4 ASM International Materials Park, OH

Producing Large P/M Near-Net Shapes 
Using Hot Isostatic Pressing vol. 51 no. 7 S.J. Mashl J.C. Hebeisen C.G. Hjorth Applications JOM Magazine 1999 TMS Warrendale, PA
Creep Properties of Ni Base 
Superalloys by Heat Treatment and HIP 
Techniques

3409-
3421 vol. 26 A. Baldan

HIP 
Rejuvenation Journal of Materials Science Magazine 1991

Chapman & Hall 
Ltd.

Strengthening Precipitates in Argon 
Atomized PM Alloy 625 F.J. Rizzo Materials

Superalloys 718, 625, 706 and 
Various Derivatives 1994 TMS Warrendale, PA

Martinsitic Transformation in 
Equiatomic NiTiAlloys Obtained by HIP 
Technique 161-169 Part 7 Radojevic, B.B. Buchkremer, H.P. Stiver, D. Materials

Advances in Powder Metallurgy 
& Particulate Materials—2004

W.B. James, 
R.A. 
Chernenkoff

Conference 
Proceedings 2004 0-9762057-0-X

Metal Powder 
Industries 
Federation Princeton, NJ

Suitability of Powder Processed High 
Nitrogen Stainless Steel Alloysfor High 
Performance Applications 198-207 Part 3 Biancaniello, F.S. Jiggets, R.D. Stoudt, M.R. Ricker, R.E. Ridder, S.D. Materials 

Advances in Powder Metallurgy 
& Particulate Materials—2002

V. Arnhold, C.L. 
Chu, W.F. 
Jandeska, H.I. 
Sanderow

Conference 
Proceedings 2002 1-878954-90-3

Metal Powder 
Industries 
Federation Princeton, NJ

The Development of a High Pressure 
Idea vol.263 C.B. Boyer Equipment

ASME - PVP Conference 
Proceedings

Conference 
Proceedings 1993 ASME New York, NY

The Effect of Hot Isostatic Pressing on 
Crack Initiation, Fatigue, and 
Mechanical Properties of Two Casting 
Aluminum Alloys 315 vol. 8 no. 3 T.P. Rich G. Orbison R.S. Duncan P.G. Olivero R.H. Peteree

Casting 
Densification

Journal of Materials 
Engineering and Performance Magazine 1999 ASM International Materials Park, OH

The Effect of Variations in HIP Cooling 
Rate on the Microstructure and 
Properties of P/M DuplexStainless 
Steel 87-96 Part 1 Mashl, S.J. Hall, J.D. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2001

W.B. Eisen, S. 
Kassam

Conference 
Proceedings 2001 1-878954-82-2

Metal Powder 
Industries 
Federation Princeton, NJ

The Role of a Powder Innerlayer in a 
Solid-State HIP Bonding Application 75-86 Part 3 Diem, M.M. Mashl, S.J. Apelian, D. Processing

Advances in Powder Metallurgy 
& Particulate Materials—2003

R. Lawcock, M. 
Wright

Conference 
Proceedings 2003 1-878954-96-2

Metal Powder 
Industries 
Federation Princeton, NJ

The Role of Hot Isostatic Pressing - 
Now and in the Future R. Widmer Processing

Advanced High Temperature 
Alloys: Processing and 
Properties

S.M. Allen, R.M. 
Pelloux and R. 
Widmer

Conference 
Proceedings 1985 ASM International Materials Park, OH

Wear in Ultrafine Hardmetal Mills 
Manufactured by Sinter + HIP 102-111 Part 8 Ordonez, A. Gonzalez, R. Sanchez, J.M. Applications

Advances in Powder Metallurgy 
& Particulate Materials—2006

W.R. Gasbarre, 
J.W. von Arx

Conference 
Proceedings 2006 0-9762057-6-9

Metal Powder 
Industries 
Federation Princeton, NJ


